
Client: ALS Environmental - Canada
5420 Mainway Drive, Unit #5
Burlington, ON  L7L 6A4

Attn: Ancy Sebastian

Project: L1808469 Date Received:

Heating 

Value
Density

D240 D1475

As Received 

BTU/lb
g/cm

3

7/27/16 1940 T1601648-001 19,452 0.8398

Duplicate 19,371 0.8395

Notes:

Same was originally part of T1601416 as sample 001. Ash value taken from original report.

PY-1007 AUXILIARY FUEL

9/21/16

Certificate of Analysis

Sample ID:
Sample Date 

and Time:
Lab #:

ADDRESS 3860 S. Palo Verde Road, Suite 302, Tucson, AZ 85714

PHONE +1 520 573 1061 Rpt-T1601648 ALS Canada - Burlington Sebastian QC,

 9/29/2016


